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CONSULTANCY WORK DETAILS 

2016 – 2017 

 

S. No Description Rate per Test (Rs.) No. of Tests Amount (Rs.) 

1. Mix Design 5000 2 10,000 

2. Soil Test 3000 11 33,000 

3. Cube Test 3000 9 27,000 

4. Brick Test 2500 5 12,500 

5. Steel Test 2000 1 2,000 

6. 
Water absorption 

Test 
500 1 500 

Total   85,000 

 

            

CONSULTANCY WORK DETAILS (2016 – 2017) 

Sl.No DATE 
TEST 

NAME 
WORK DONE TO WORK DONE BY 

BILL 

NO. 

BILL 

AMOUNT 

(Rs.) 

1.  08.06.2016 
Test on 

Soil 

M. Syed Mohamed, 

Tashildar, 

Paramakudi 

Niraikulasekaran K 240326 3,000 

2.  14.06.2016 
Test on 

Concrete 
Cube 

M/S Southern 

Railway, 
Karaikudi 

Dr. Sathees Kumar P 240413 3,000 

3.  16.06.2016 
Test on 

Concrete 

Cube 

Amrita Vidyalaya, 
R.S. Madai 

Ilayaraja M 240534 3,000 

4.  18.06.2016 
Test on 

Concrete 

Cube 

Er. KuruthivelMaran, 

PWD, 

Ramnad 

MayilerumVeeramuni 

M.G 
240589 3,000 



5.  27.06.2016 
Concrete 

Mix 
Design 

Er. KuruthivelMaran, 

PWD, 
Ramnad 

Sathiyendiran R 240762 5,000 

6.  27.06.2016 
Test on 

Brick 

Er. KuruthivelMaran, 
PWD, 

Ramnad 

Vani E 240763 2,500 

7.  04.07.2016 
Test on 

Soil 

Er. KuruthivelMaran, 

PWD, 

Ramnad 

Balasubramanian S 240879 3,000 

8.  18.07.2016 
Test on 

Soil 

Er. Singaravelu, 

PWD, 
Paramakudi 

Muthumari G 242139 3,000 

9.  18.07.2016 
Test on 

Soil 

Er. KuruthivelMaran, 
PWD, 

Ramnad 

Jeyamugesh S 242140 3,000 

10.  23.07.2016 
Test on 

Soil 

Er. KuruthivelMaran, 

PWD, 

Ramnad 

ZunaithurRahman D 243366 3,000 

11.  25.07.2016 
Test on 

Concrete 
Cube 

Er. KuruthivelMaran, 

PWD, 
Ramnad 

Muthukumar T 243567 3,000 

12.  10.08.2016 
Test on 

Soil 

Er. KuruthivelMaran, 
PWD, 

Ramnad 

Sirajudeen K 245588 3,000 

13.  11.08.2016 
Test on 

Soil 

Er. KuruthivelMaran, 

PWD, 

Ramnad 

Venkadeshwaran M 245678 3,000 

14.  24.08.2016 
Test on 

Soil 

Er. KuruthivelMaran, 

PWD, 
Ramnad 

Ramalakshmi M 246113 3,000 

15.  23.09.2017 
Test on 

Brick 

Vasantha 
Construction, 

Ramnad 

ShanmugaVadivu A 248492 2,500 

16.  05.10.2016 
Test on 

Concrete 

Cube 

Er. KuruthivelMaran, 

PWD, 

Ramnad 

Niraikulasekaran K 249584 3,000 

17.  25.10.2016 
Test on 

Soil 

Er. KuruthivelMaran, 

PWD, 
Ramnad 

Dr. Sathees Kumar P 251482 3,000 

18.  03.11.2016 
Test on 
Water 

Absorption 

of Brick 

Er. Arunagiri, 

Ramnad 
Ilayaraja M 251730 500 

19.  09.11.2016 
Test on 

Concrete 

Cube 

Er. KuruthivelMaran, 

PWD, 

Ramnad 

MayilerumVeeramuni 
M.G 

251952 3,000 

20.  28.12.2016 
Test on 

Soil 

Er. KuruthivelMaran, 

PWD, 
Ramnad 

Sathiyendiran R 253394 3,000 

21.  31.12.2016 
Test on 

Concrete 

Cube 

Er. KuruthivelMaran, 
PWD, 

Ramnad 

Vani E 253419 3,000 

22.  07.01.2017 
Concrete 

Mix 

Design 

Er. KuruthivelMaran, 

PWD, 

Ramnad 

Balasubramanian S 253483 5,000 

23.  07.01.2017 
Test on 

Steel 

Er. KuruthivelMaran, 

PWD, 
Ramnad 

Muthumari G 253484 2,000 



24.  13.01.2017 
Test on 

Concrete 
Cube 

Er. KuruthivelMaran, 

PWD, 
Ramnad 

Jeyamugesh S 253526 3,000 

25.  19.01.2017 
Test on 

Brick 

Vasantha 
Construction, 

Ramnad 

ZunaithurRahman D 254619 2,500 

26.  24.01.2017 
Test on 
Brick 

Vasantha 

Construction, 

Ramnad 

Muthukumar T 255289 2,500 

27.  28.03.2017 
Test on 

Soil 

Er. KuruthivelMaran, 

PWD, 
Ramnad 

Sirajudeen K 256953 3,000 

28.  31.03.2017 
Test on 

Concrete 

Cube 

Er. KuruthivelMaran, 
PWD, 

Ramnad 

Venkadeshwaran M 257789 3,000 

29.  12.04.2017 
Test on 
Brick 

Er. KuruthivelMaran, 

PWD, 

Ramnad 

Ramalakshmi M 257996 2,500 

Total  85,000/- 

 

 

 

 

 

 

 

 


